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SYNOPSIS 

Carbon nanotubes (CNTs) are one of the most interesting nanomaterials because of their 

excellent characteristics. In this study, a transparent CNTs coating for cell culture dishes was 

developed and its properties for cell culture were estimated. Carboxylated multiwalled carbon 

nanotubes (MWCNTs) were dispersed in aqueous sodium cholate solution and applied on a 

collagen type I-coated cell culture dish (cover glass). The dish surface was homogeneously 

covered by MWCNTs without aggregation. The MWCNT-coated dish was slightly gray and 

had good transparency, so conventional optical microscopic observation of the cells on the 

MWCNT-coated dish was possible. Rat osteoblast-like cells cultured on the MWCNT-coated 

dish showed slightly lower viability and proliferation compared to the collagen-coated dish. 

The cell adhesion on the MWCNT-coated dish was much higher than that on the 

collagen-coated dish. Therefore, MWCNT-coating for dishes will be a useful new material for 

cell culture. 
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INTRODUCTION 

Carbon nanotubes (CNTs) and other carbon nanomaterials are of interest for biological 

and medical applications because of their high chemical durability, mechanical strength and 

electrical properties. Studies of the application of carbon nanomaterials have been carried for 

the substrate of cell culture1-9), drug delivery systems10,11) and medical implant materials12,13). 

Cells have high affinity to singlewalled CNTs (SWCNTs)5-7,9,14),  multiwalled CNTs 

(MWCNTs)2,4,6-8) and other carbon nanofibers1,3). The bone cell affinity to CNTs1,14) and bone 

formation (osseointegration) on sintered MWCNTs were reported12). However, those 

CNT-based substrates were black and had low optical transparency. Therefore, conventional 

optical microscopic observation of the cultured cells on the CNT-based substrates was quite 

difficult and the cells needed to be observed by scanning electron microscopy (SEM) after 

fixation. However, in situ microscopic observation of cultured cells on CNTs is important to 

evaluate the cell affinity to them.  

MacDonald et al. reported a collagen-SWCNT composite for the cell culture substrate5). 

The SWCNTs were strongly entrapped by collagen and the composite showed high 

mechanical strength and good cell viability. Then good affinity between collagen and CNTs 

was expected. 

On the other hand, collagen is one of the most biocompatible materials, and then 

collagen-coated dish is widely used for cell culture. From the Macdonald’s result, CNTs 

would show high affinity to the collagen-coated dish surface. Then above CNTs remarkable 

properties would be added to the collagen-coated dish. Concerning to the CNTs, purification 

and surface treatment was easier carried out for MWCNTs than SWCNTs because of their 

chemical stability resulted from thick tubular structure. Thus MWCNTs coating on the 

collagen-coated dish would be possible by the appropriate treatment of MWCNTs. 

In this study, MWCNTs were coated onto collagen-coated cell culture, in an attempt to 

develop coated dishes with optically transparent MWCNTs, and the cell viability, proliferation, 

and adhesion on the MWCNT-coated dishes were estimated. 
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MATERIAL AND METHODS 

Preparation of MWCNT-coated dishes and surface roughness measurement 

MWCNTs (20-30nm in diameter, Cnt, Seoul, Korea) were purified by oxidation at 500°C for 

90 minutes and treated in concentrated hydrochloric acid. The purified MWCNTs were 

carboxylated by the method reported by Peng et al.15) to improve their dispersion in aqueous 

solutions. The carboxylated MWCNTs were dispersed in sodium cholate (1w/v%) aqueous 

solution to MWCNT concentrations of 1-1,000ppm under sonication for 90 minutes. Sodium 

cholate was reported to be one of the most effective surfactants for carbon nanotube 

dispersion16). The obtained MWCNT suspension (2ml/dish) was poured into a collagen type 

I-coated cell culture dish (35mm , Iwaki, Tokyo, Japan) and kept at room temperature for 3 

hours. Then it was rinsed with deionized water, dried and employed for the following cell 

culture experiments. For the SEM observations, a collagen type I coated cover glass (25mm , 

Iwaki, Tokyo, Japan) with the same treatment was used instead of the culture dish. Hereafter, 

the dishes and the cover glasses treated with the MWCNT suspension are referred to as 

“MWCNT-coated dish” and “MWCNT-coated cover glass”, respectively. 

To estimate the optimum treatment conditions for the MWCNT solution, the 

collagen-coated dishes were treated with 1-1,000ppm suspensions in 1w/v% sodium cholate 

aqueous solution for 1-6 hours. The homogeneity of the MWCNT coating on these dishes was 

estimated by SEM observation (S-4000, Hitachi, Japan) and optimum treatment conditions 

were determined. The changes in surface roughness of the collagen-coated cover glass before 

and after MWCNT coating were estimated using a surface roughness meter (Surfcom 130A, 

Tokyo Seimitsu, Tokyo, Japan). 

 

Cell prolification, viability and adhesion on MWCNT-coated dishes 

Rat osteoblast-like MC3T3-E1 cells were seeded onto MWCNT-coated dishes and 

collagen-coated dishes at 1  105cells/2ml/dish. These cells were cultured in -MEM (Gibco, 

USA) with 10% FBS (Biowest, USA) and  PSN Antibiotic Mixture (Gibco, USA) at 37°C in 

humidified 5% CO2 for 24, 48 and 72 hours and used for the following proliferation and 

viability estimations. Observation and cell counting were done under an optical microscope 

after fixation and Giemsa staining (Merck, USA). The number of cells per dish was estimated 

under optical microscopic observation and the cell proliferation was estimated. Cell viability 

was measured by colorimetry using Alamer blue (Biosource, USA). The cells were cultured 

in medium containing 10% Alamer blue and the changes in absorbance at 570nm and 600nm 

were estimated using a spectrophotometer (U-1100, Hitachi, Japan). Cell adhesion was 
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estimated by treatment using diluted Trypsin-EDTA solution (Gibco, USA). The MC3T3-E1 

cells that were cultured to confluence on MWCNT-coated dishes and collagen-coated dishes 

were treated with 0.1% and 0.02% Trypsin-EDTA solution. The decrease of the attached cells 

with treatment time was evaluated under an optical microscope. 

 

 

RESULTS 

Fig. 1 shows SEM images of MWCNT-coated cover glasses treated with various 

concentrations of carboxylated MWCNT suspension. The coverage of MWCNTs on the 

surface was increased with the increase of the MWCNT concentration from 10ppm to 

1,000ppm. In contrast, MWCNT aggregation was observed on the dish treated with 1,000ppm 

MWCNT suspension. Therefore, the optimum concentration of the MWCNT suspension for 

the coating treatment was estimated to be 100ppm. The effect of the treatment period using 

100ppm suspension was also estimated and optimum MWCNT coverage was obtained after 

3-hour treatment.  

No significant difference was observed in the arithmetic mean surface roughness (Ra) of 

the collagen- and MWCNT-coated cover glass because of the detection limit. The maximum 

roughness (Rmax) of the MWCNT-coated cover glass was estimated to be 0.78 ± 0.08μm and 

it was slightly higher than that of the collagen-coated cover glass (Rmax=0.52 ± 0.05μm). 

Thus the MWCNT-coated surface was estimated to be as smooth as the collagen-coated 

surface. 

The MWCNT-coated dishes used in the following experiments were treated with 

100ppm MWCNT suspension for 3 hours. The MWCNTs were strongly entrapped on the 

collagen-coated surface and never released by rinsing or cell culture procedures. 

Fig. 2 shows a comparison of the color and the transparency of the collagen-coated dish 

and the MWCNT-coated dish. The MWCNT-coated dish looked slightly gray but had good 

transparency.  

Fig. 3 shows the cell proliferation on an MWCNT-coated dish and collagen-coated dish. 

The cells on both dishes showed similar tendencies and their difference was not significant 

until 48 hours (t-test, p<0.05). Fig. 4 shows cell viability on both dishes. The cell viability on 

the MWCNT-coated dish was slightly lower than that on the collagen-coated dish.  
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Fig. 5 shows optical microscope images (a) and SEM images (b) of the cultured cells on 

MWCNT-coated and collagen-coated dishes. The changes in cell morphology on both dishes 

were similar in the optical images; however, the cells on the MWCNT-coated dish were not 

widespread as those on the collagen-coated dish. Fig. 6 shows high magnification SEM 

images of the filopodia of E1 cells. Large numbers of filopodia were observed in the cells on 

the MWCNT-coated dish and the ends of the filopodia appeared to contact MWCNTs.  

Fig. 7 shows the residual cell percentage of the dish surface in the Trypsin-EDTA 

treatment period (values represent mean detachment of cells ± SD from n=4.). Cells on the 

MWCNT-coated dish were detached from the dish surface within a few minutes with 0.1% 

Trypsin-EDTA solution. Even with the lower concentration of Trypsin-EDTA (0.02%), all 

cells on the collagen-coated dish were detached within 10 minutes. In contrast, some of the 

cells on the MWCNT-coated dish remained on the surfaces of MWCNTs for more than 30 

minutes of 0.1% Trypsin-EDTA treatment. Fig. 8 shows that cells were detached with 0.02% 

Trypsin-EDTA solution at 2 minutes. Fig. 9 shows SEM images of the cells on an 

MWCNT-coated dish after 2 minutes of treatment with 0.02% Trypsin-EDTA solution. 

Mechanical contact between the filopodia and MWCNTs could be observed. 

 

 

DISCUSSION 

Usually, CNTs and other carbon nanoparticles have low dispersion in aqueous solutions 

because of their hydrophobicity. However purification and surface treated methods were well 

studied for MWCNTs than SWCNTs, and carboxylated MWCNTs15) can be stably dispersed 

into sodium cholate aqueous solution16). The collagen-coated dishes could be homogeneously 

covered by MWCNTs using the above suspension, as shown in Fig. 1, under optimum 

treatment conditions (100ppm for 3 hours). SEM and surface roughness observations revealed 

that the collagen-coated surface was homogeneously and fully covered with MWCNTs 

without their aggregation. The carboxylation of MWCNTs and sodium cholate addition were 

effective to obtain homogeneous coverage of MWCNTs on the collagen-coated dish surface. 

Concerning to the interaction between CNTs and collagen, MacDonald et al. 5) reported 

SWCNT-reinforced collagen. As the mechanism of SWCNT entrapment in collagen, they 

suggested the blend and interaction between CNTs and collagen fibrils. In the present study, 

MWCNTs were homogeneously coated on collagen-coated cell culture dishes and cover glass. 

The coated MWCNTs were strongly fixed on the collagen-coated surface. Thus, strong 

entrapment of MWCNTs by collagen would also have occurred via a similar mechanism 
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The prepared MWCNT-coated dishes showed good transparency and conventional 

optical microscopic observation could be easily carried out. Usually, cell culture studies on 

CNTs were carried out on the CNTs membranes which have no optical transparency. 

Therefore the observation of cells on CNT membranes should be carried out by SEM. Our 

MWCNT-coated dishes had a densely packed MWCNT surface with optical transparency, 

and optical microscopic observation of cells cultured on MWCNTs became possible. Thus, 

they would be suitable MWCNT substrate for cell culture study on MWCNTs. 

The proliferation and viability of the cells on the MWCNT-coated dish were slightly 

lower than those on the collagen-coated dish as shown in Fig. 3 and Fig. 4. In addition, the 

cells on the MWCNT-coated dish were widely extended on that dish surface (Fig. 5). The cell 

adhesion on the MWCNT-coated dish was quite strong as shown in Fig. 7.  Aoki et al.8) 

reported that the cells on an MWCNT membrane were strongly attached and were not 

detached by trypsin treatment. That was in good agreement with our results. As shown in Fig. 

9, mechanical contact between MWCNTs and pseudopods of the cells was observed. Aoki et 

al.8) and Zanello et al.14) also reported the same mechanical contact of bone cells cultured on 

MWCNTs. This mechanical binding would be one reason for the high adhesion, and the large 

specific surface area of MWCNTs would also be effective to increase the adhesion. 

There were many reports of the interaction between SWCNTs and MWCNTs and variety 

of cells. Hu et al.9) reported good neural cell viability on MWCNTs deposited on the 

polyethyleneimine-coated cover glass. Aoki et al.8) and Zanello et al.14) reported the 

comparison of bone cell proliferation on various CNTs. Aoki et al. 7) found the highest cell 

proliferation and viability on the SWCNT membranes. Those for MWCNTs were lower than 

for SWCNTs but higher than for graphite particles. Zanello et al. 14) also reported higher cell 

proliferation on SWCNTs than on MWCNTs, but the osteoblasts cultured on MWCNTs 

showed an osteocyte-like shape. That suggested the differentiation of osteoblasts on 

MWCNTs. Thus the interaction between various cells and CNTs was strongly interested. 

However, most of CNTs substrates had no optical transparency, and then cell observation 

should be carried with SEM. This means the difficulty of the conventional cell observation in 

situ with optical microscope while cell cultured. Our aim was to prepare the CNTs based cell 

culture substrate which is applicable for ordinary cell culture and optical microscope 

observation. The obtained MWCNT-coated dish in this study had densely MWCNT-coated 

surface with good optical transparency. Then, cell morphology and behavior on MWCNTs 

while cultivation could be observed with optical microscope in situ. The cell proliferation and 

viability of the cells on those dish was comparable to those of the collagen-coated dish which 

is known as the one of the best substrate for cell culture. In addition, cell adhesion on the 

MWCNT-coated dish was extremely stronger than the collagen-coated dish. The preparation 

of the present MWCNT-coated cell culture materials was quite simple and it would be 
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applicable for other carbon nanomaterials e.g. SWCNTs or carbon nanohornes. Thus, the 

feasibility of the MWCNT-coated dish for the application of cell culture on the MWCNTs and 

other carbon nanomaterials was suggested.  

The MWCNT-coated dish prepared in the present study would provide cell proliferation 

and viability of the cells comparable to those of the collagen-coated dish. And cell adhesion 

on the MWCNT-coated dish was extremely stronger than the collagen-coated dish. The 

collagen-coated dish is one of the best substrates for cell culture. The preparation of the 

present MWCNT-coated cell culture materials was quite simple and showed good 

transparency. Thus, the feasibility of the MWCNT-coated dish for cell culture was suggested.  

 

 

CONCLUSION 

Carboxylated MWCNTs were homogeneously coated on collagen-coated cell culture 

dishes. The MWCNTs were strongly entrapped on the collagen-coated dish surface and the 

dishes had good optical transparency. Thus, in situ optical microscope observation of cultured 

cells on the MWCNTs was possible. The viability and proliferation of MC3T3-E1 cells on 

MWCNT-coated dishes were comparable to those on dishes coated with collagen, which is 

one of the most appropriate substrates for cell culture. The MWCNT-coated dishes had high 

cell viability comparable to that on collagen-coated dishes, and the cell adhesion on the 

MWCNT-coated dishes was quite strong compared to that on the collagen-coated dishes. 

SEM images suggested that one of the reasons for the strong cell adhesion on 

MWCNT-coated dishes was the mechanical contact between MWCNTs and pseudopods. 

Therefore, the coating of carboxylated MWCNTs on collagen-coated dishes will be useful not 

only for in situ cell observation on CNTs but also for the improvement of cell adhesion. 
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Fig. 1 SEM images of MWCNT adhering to collagen-coated cover glass treated with 

MWCNT suspensions at the concentrations of 1, 10, 100 and 1,000ppm for 3 hours 

 

 

 

 

Fig. 2 Transparency of the MWCNT- and collagen-coated dishes 
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Fig. 3 Quantification of MC3T3-E1 cell growth on an MWCNT-coated dish      

Values represent mean cell counts ±SD from n=6 fields of observation per 

treatment; *, p<0.05 compared with MWCNT-coated dish at 72 hours.  

 

 

Fig. 4 Viability of MC3T3-E1 cells cultured on the MWCNT- and collagen-coated dishes 

           Values represent mean cell viability ±SD from n=5; *, p<0.05 compared with 

collagen-coated dish 
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Fig. 5 (a) Optical microscope image of MC3T3-E1 cells on the surface of collagen-and 

MWCNT-coated dishes 

(b) Low magnification SEM image of MC3T3-E1 cells on the surface of collagen- 

 and MWCNT-coated dishes 

 

 

 

Fig. 6 High magnification SEM images of MC3T3-E1 cells on the surface of the  

collagen- and MWCNT-coated dishes 
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Fig. 7 Cell attachment test 

           ○: Collagen-coated dish, ●: MWCNT-coated dish. 

 

 

 
Fig. 8 SEM images of MC3T3-E1 cells treated with 0.02% Trypsin-EDTA for 1 to 2  

minutes on the surface of a collagen- and MWCNTs-coated dish 
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Fig. 9 SEM images of mechanical coupling of filopodia on an MWCNT-coated dish 

A: low magnification view, B: enlargement of the square in A. 

The arrow: mechanical coupling between filopodia and MWCNTs.  

 13



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages false
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages false
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages false
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata najpogodnijih za visokokvalitetni ispis prije tiskanja koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


