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Abstract  
The peritectic reaction process in carbon steel, L+δ→γ, is analyzed by a quantitative 
phase-field simulation. The calculated moving velocities of γ-L and γ-δ planar interfaces in 
the isothermal peritectic transformation precisely agree with the corresponding experimental 
data, which strongly supports the accuracy of the present simulation. The diffusion-controlled 
peritectic reaction rate or the growing velocity of γ phase along δ-L interface obtained by the 
present simulation is fairly consistent with the experimentally measured value. This fact 
indicates that the recent experimental findings can be explained by the diffusion-controlled 
mechanism. This is in marked contrast to the claims made on the basis of the experimental 
data and an analytical model that the peritectic reaction is not controlled by the diffusion of 
carbon.  
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1. Introduction  

The peritectic reaction involves the motion of triple junction between liquid and two 

solid phases [1]. The rate-controlling process of the peritectic reaction observed in many alloy 

systems has been considered to be the diffusion of solute atom in the liquid phase. However, 

recent in-situ observations by means of a confocal scanning laser microscope (CSLM)[2,3] 

demonstrated that the peritectic reaction rate in carbon steels, viz., the growth rate of austenite 

(γ) along ferrite(δ)/liquid(L) interface is too fast to be consistent with the diffusion-controlled 

reaction rate predicted by a theoretical model [4]. Therefore, it was concluded in these 

experimental studies that the peritectic reaction in the carbon steel is not controlled by the 

diffusion of carbon [2,3].  

The aforementioned theoretical model was originally developed by Bosze and 

Trivedi to describe the growth process of a single phase in a matrix [4]. Figure 1 shows the 

phase diagram in Fe-C binary system. The liquidus and solidus lines for δ phase are 

extrapolated to a holding temperature (horizontal dotted line) below the peritectic temperature, 

1768 K. j
eic ,  represents the carbon concentration in i phase which is in equilibrium with j 

phase. It is noticed that γ
eLc ,  is higher than δ

eLc ,  below the peritectic temperature. The 

concentration in the liquid phase near the triple junction is thereby increased by the rejection 

of solute atom from the growing γ phase in the peritectic reaction. It is then supposed that the 

melting of δ phase may occur in the vicinity of the front edge of growing γ phase in order to 

reduce the increased concentration near the δ-L interface [5]. This process is characterized by 
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the geometrical shape schematically shown in Fig. 2. It is seen that the front edge of the 

growing γ phase corresponds not to the triple junction but to the γ-L interface. The motion of 

the front edge of γ phase accordingly proceeds only by the γ solidification. Assuming this 

process, Fredriksson and Nylén applied the Bosze and Trivedi’s theoretical model to the 

analysis on the peritectic reaction [5]. In the present paper, this model is called FN model. It 

should be pointed out that the FN model ignores the effect of solid diffusion on the peritectic 

reaction. Furthermore, the FN model does not explicitly deal with the motion of the triple 

junction and, instead, it describes only the γ solidification. However, these assumptions have 

not been verified for the Fe-C system. In particular, it should not be safe to disregard the 

effect of the solid diffusions in Fe-C system. In view of this fact, we consider that there is no 

reliable value available for the diffusion-controlled peritectic reaction rate. Hence, the recent 

conclusions claiming diffusionless mechanisms for the peritectic reaction in the Fe-C system 

[2, 3] should be subjected to a reexamination based on a more reliable theory or numerical 

simulation. 

The phase-field model has been developed as a powerful method to describe a 

variety of microstructural evolution processes. This model has been applied to the analysis on 

the peritectic reaction and transformation in carbon steels [6-11]. However, as discussed in the 

recent papers [12-14], the conventional models involve several anomalous interfacial effects. 

Accordingly, the outcome of the conventional model largely depends on the interface 

thickness assumed in the simulation and one cannot obtain the quantitatively accurate result. 
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This problem was resolved in the quantitative phase-field model [13-17]. However, the 

available quantitative phase-field model for the two-phase solidification is applicable only to 

the system without the solid diffusion and with equal interfacial energies for all two-phase 

interfaces. In the Fe-C system, however, the solid diffusion of carbon is not negligible as will 

be demonstrated later and the interfacial energy is different for the different interfaces. 

Recently, we developed a quantitative phase-field model for the two-phase solidification in a 

binary alloy system with arbitrary values of the solid diffusivities and interfacial energies [12]. 

The computation for the peritectic reaction process demonstrated the excellent convergence 

behavior of the outcome with respect to the interface thickness. Therefore, this model enables 

us to perform quantitatively accurate simulation for the peritectic reaction in the Fe-C system 

which is our main concern here.   

In this study, the quantitative phase-field model developed in Ref. [12] is applied to 

the computation for the diffusion-controlled peritectic reaction rate in the Fe-C system. The 

rate-controlling process of the peritectic reaction is discussed based on the comparison 

between the calculated results and the reported experimental data [2,3]. The present 

simulation shows that the geometrical shape shown in Fig. 2 does not appear and the 

peritectic reaction does not proceed only by the γ solidification. Hence, the FN model is not 

applicable to the Fe-C system. One will see that the diffusion-controlled reaction rate obtained 

by the present simulation is fairly consistent with the experimental data [2,3].  
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2. Quantitative phase-field model  

In our recent study [12], the quantitative phase-field model was developed for the 

two-phase solidification in a binary alloy system with arbitrary values of the solid diffusivities 

and interfacial energies. The computation for the peritectic reaction in the Fe-C system 

demonstrated the excellent convergence behavior of the outcome with respect to the interface 

thickness. Therefore, this model allows us to carry out the quantitatively accurate simulation 

for the peritectic reaction process, as long as the reliable values of input parameters are 

available. Since the main focus of our previous study [12] was placed on the development of 

the quantitative phase-field model and its computational performance, the details of the 

reaction were not investigated. In this study, we perform the detailed analysis on the peritectic 

reaction in the Fe-C system. We briefly summarize the essential parts of the quantitative 

phase-field model developed in Ref. [12].  

In the phase-field model, the existence of i phase is characterized by the phase field 

variable, pi, which continuously varies from 1 to 0. The subscript i specifies the type of phases 

such as i=L, δ and γ. pi represents the probability of finding i phase. These phase fields satisfy 

the normalization condition as given by Σipi=1. The summation is carried out over i=L, δ and 

γ. For convenience, we use the notation pj and pk to distinguish the different phases. The 

solute concentration, c, is described by the mixture rule, c=Σcipi where ci is the concentration 

in i phase. Then, the time evolution of the phase field, pi, is described by the following 

equation [12],  
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M({pi}) is the mobility given as M({pi})=2(Σ*Mijpipj)(Σ*pipj)-1 where Σ* denotes the 

summation over (i, j)=(δ, L), (γ, L), (γ, δ) and Mij is the mobility for i-j interface as explicitly 

described later. mk is a constant given as mk=−2/3 for k=i and mk=1/3 for k≠i. ε is the gradient 

energy coefficient. ω({pi}) determines the contribution of the double well potentials and it is 

written as,  

{ }( ) ( ) ( )( )n
kjitrijiijjii pppppppp ωωω += ∑∑

− 22*122*2 ,   (2)  

where the exponent n is larger than 1 and ωij indicates the potential height for i-j interface. ωtri 

controls the potential height for the mixture state of three phases. In eq.(1), gj is the 

interpolating function defined as gj({pj})=(pj
2/4){15(1−pj)[1+pj−(pk−pi)2]+pj(9pj

2−5)} [14]. fj 

is the free energy density for the bulk j phase and μc is the chemical potential. In the 

derivation of eq.(1), the condition for the equal chemical potential, μc=∂fi/∂ci=∂fj/∂cj=∂fk/∂ck, 

is introduced. The last term in the parenthesis of eq.(1) represents the thermodynamic driving 

force. This term can be approximated for the dilute solid solution as 

fj−μccj≈vm
-1RT(−ck,e

j+cj,e
k−cj) where vm is the molar volume, R is the gas constant and k phase 

corresponds to a reference phase which was chosen to be the liquid phase in our simulation.  

The time evolution of concentration field, c, is described by the following diffusion 

equation [12],  
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where Di is the diffusion coefficient of the solute atom in i phase, ni is given by 
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( )
⎥
⎥
⎦

⎤

⎢
⎢
⎣

⎡
⎟
⎟
⎠

⎞
⎜
⎜
⎝

⎛
−−−= ij

j

i
ijiijjij D

DkDkDa χ1
2
11

22
1 ,   (4) 

where kij is the partition coefficient defined as kij=ci/cj and χij is a parameter controlling the 

convergence behavior of the output with respect to the interface thickness. The second term in 

the parenthesis of eq.(3) indicates the antitrapping current term which is introduced to 

eliminate the anomalous interface effects especially originating from the abnormal solute 

trapping[18-20].  

Within the present model, the i-j interfacial energy, σij, is described by 

σij=ε(ωij)1/2/(3·21/2). The thickness of i-j interface, Wij, is given by Wij= ε/ωij
1/2. Within the 

thin-interface limit, also, the mobility for i-j interface, Mij, is calculated as follows, 
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where a2=0.6276··· and Tm,ij is the transition temperature between i and j phases at c =0.  

In the present model, the solid diffusion is explicitly taken into account, which is of critical 

importance in analyzing the peritectic reaction process, and the inequality of interfacial 

energies can be dealt with. It should be noticed that the present model is free from the 

problem associated with the unexpected formation of extra phase in the interface as discussed 
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in Ref. [12]. The formation of the extra phase can be successfully suppressed by introduction 

of the additional potential, the term multiplied by ωtri in eq.(2). The contribution of this 

additional potential is controlled by the values of n and ωtri that turn out to be the parameters 

controlling the convergence behavior of the outcome with respect to the interface thickness. 

The most important fact is that the present model is exactly reduced to the available 

thin-interface limit model for the single phase solidification [20].  

We solved the time evolution equations (1) and (3) based on the standard 

second-order finite difference method. We employed the computational grid size of 

Δx=1.0×10-8 m in all the simulations described in the next section. The time step, Δt, was 

varied from Δt=5×10-11 to Δt=1×10-10s, depending on the holding temperature. The interface 

thicknesses were set to be Wγδ=2·Δx, WδL=σγδWγδ/σδL and WγL=σγδWγδ/σγL. We used σδL=0.204 

[21], σγL=0.319 [22] and σγδ=0.370 J·m-2 [23].The diffusion coefficient was given in the form, 

Di=ai·exp(−Qi/(RT)) m2/s and we used aL=5.2×10-7, QL=5.0×104, aδ=1.27×10-6, Qδ=8.3×104, 

and aγ=7.61×10-6, Qγ=13.7×104[24]. For the parameters associated with the thermodynamic 

driving force, we employed the following values estimated from the thermodynamic 

assessment of Ref. [25], kδL=0.179, kγL=0.334, kγδ=kγL/kδL, Tm,δL=1881 K, Tm,γL=1801 K, 

Tm,γδ=1399 K, ( )Tc eL
δ

, =(Tm,δL−T)/1828, ( )Tc eL
γ

, =(Tm,γL−T)/1399. As for the parameters 

controlling the convergence behavior of the output, we employed χij=0.0, n=1.4 and 

ωtri=ωδL+ ωγL+ ωγδ, since the simulations with these values yield the well converged results as 

demonstrated in Ref. [12]. It is noted that the dependence of physical parameters such as the 
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diffusion coefficient Di and interfacial energy σij on the carbon concentration is not taken into 

consideration.  

 

3. Results and discussion  

3.1 Motion of planar interfaces in the peritectic transformation  

In order to check the accuracy of the present quantitative simulation, we first 

calculated the moving velocities of γ−δ and γ−L planar interfaces in the isothermal peritectic 

transformation. In the experimental studies in Refs. [26,27], the moving velocity of each 

interface was measured by using a solid/liquid diffusion couple experiment. The diffusion 

couple consisted of δ-iron sample (solid sample) with the carbon content of γ
δ ec , and melted 

high carbon steel sample (liquid sample) with γ
eLc , . The purity of the solid and liquid samples 

was Si<0.01, Mn<0.01, P<0.002, S<0.002 and Al<0.01 mass %. These samples were held in 

contact with each other at a holding temperature. Then, the γ phase formed between the solid 

and liquid samples. The thickness of the γ phase increased with the holding time. In these 

experiments, the γ-L and γ-δ interfaces exhibited almost planar shape. Therefore, this situation 

can be regarded as the one-dimensional moving boundary problem. The moving distances of 

the γ-L and γ-δ planar interfaces were measured by the microstructural observation of the 

quenched samples. It was found that the time dependence of the moving distance for i-j 

interface, Δxij, follows the relation, Δxij=Aijt1/2, with a constant Aij, which is called the 

parabolic rate constant in this report. In order to check the accuracy of the present simulation, 
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we performed the following simulation and compare the result with these experimental data 

[26,27].  

We employed the one-dimensional system which initially consists of the liquid phase 

with γ
eLc ,  and δ phase with γ

δ ec , . Also, the γ phase with δ
γ ec ,  exists between the liquid and δ 

phases. The initial thickness of the γ phase was set to be 0.7 μm. The zero flux boundary 

conditions were employed for pi and c at both ends of the system. In order to avoid the 

influence of the system size on the interface motion, we used a relatively large system size of 

8 μm. After the concentration profile was relaxed for a certain time period during the 

isothermal annealing operation, the moving distance of each interface from each initial 

position was measured. This simulation describes the motion of the planar interfaces in the 

isothermal transformation, of which the condition is equivalent to that in the diffusion couple 

experiments [26,27].  

The concentration profiles calculated at T=1750 K are shown in Fig. 3(a). The origin 

of the spatial coordinate corresponds to the initial position of γ−L interface. The γ−δ and γ−L 

interfaces move toward the left-hand and right-hand sides, respectively, increasing the 

thickness of γ phase. The moving distances of the interfaces from their initial positions are 

plotted with respect to the holding time in Fig. 3(b). The moving velocity of the γ−δ interface 

is much higher than that of the γ−L interface at each temperature. This is quite consistent with 

the experimental findings [26,27]. The concentration difference at γ−δ interface is smaller 

than that at γ-L interface and, therefore, the γ−δ interface can migrate at a velocity higher than 
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the γ-L interface. Both the velocities increase with the decrease in the temperature. This is 

because the difference between L
ec ,γ  and δ

γ ec ,  becomes large at low temperature and the 

carbon diffusion in γ phase accordingly becomes fast at the low temperature.  

The calculated time dependence of the moving distance for each interface was well 

described by the relation, Δxij=Aij·t1/2. The calculated parabolic rate constant, Aij, for each 

interface at different temperatures is shown in Fig. 4 where the experimental data [26,27] are 

also plotted. One can see that the calculated results are in good accordance with the 

experimental data over the whole temperature range. The agreement is especially excellent in 

the high temperature region. This agreement strongly supports the accuracy of our 

quantitative phase-field simulation.  

It is noted that the value of interfacial energy is not relevant to the analysis on the 

motion of planar interface. Hence, the analysis on the planar interface thus described does not 

provide any information about the accuracy of the interfacial energies used in this study. 

Although we chose the reliable values for the interfacial energies available in the literatures 

[21-23], the measurement or computation of this quantity is prone to involve a relatively large 

uncertainty in the accuracy. This point will be discussed later in the following section.  

 

3.2. Peritectic reaction 

For the analysis on the isothermal peritectic reaction, we used two-dimensional 

system which is schematically shown in Fig. 5 [12]. We employed the zero flux boundary 
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conditions for pi and c on all the boundaries of the system. The δ and L phases initially coexist 

and forms the planar δ-L interface. The semicircular γ phase was put between the δ and L 

phases and then, the γ phase grows along the δ-L interface (y direction). We calculated the 

velocity of the front edge of growing γ phase, viz., the peritectic reaction rate at a given 

degree of undercooling from the peritectic temperature, ΔT. All the results shown here 

correspond to those in the steady state. We considered that the system reaches the steady state 

when the peritectic reaction rate takes almost a constant value with respect to the time. The 

values of Wx and Wy were chosen to be large enough to avoid the influence of system size on 

the reaction rate [12]. For example, we chose Wx≥6μm and Wy≥3μm for ΔT=5 K and Wx≥6μm 

and Wy≥3μm for ΔT=10 K. The values of 0
γc  and di are irrelevant to the steady state velocity 

of our interest [12]. We set L
ecc ,

0
γγ =  and id =40×10-8 m in all the simulations. 

3.2.1. Melting of δ phase  

As described in the introduction, the diffusion-controlled peritectic reaction rate, Vp, 

has been estimated based on the FN model [5], which is expressed as,  

2
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where ρ is the thickness of plate-like γ phase, Ω is given as Ω=( γ
eLc ,  − δ

eLc , )/( γ
eLc ,

 − L
ec ,γ  ). It 

should be stressed that the FN model does not take the solid diffusions into account. As 

demonstrated in the previous section, however, the moving velocity of γ−δ interface is quite 

high compared to that of γ−L interface. This result clearly indicates that the solid diffusions 
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cannot be neglected in the peritectic reaction in the Fe-C system. Moreover, the FN model is 

based on the assumption that the peritectic reaction proceeds only by the γ solidification as 

shown in Fig. 2. The melting of δ phase near triple junction is assumed to take place due to 

the concentration difference between δ
eLc ,  and γ

eLc , . The geometrical shape shown in Fig. 2 

is the essential assumption in the FN model.  

The calculated shape of interfaces in the vicinity of the triple junction is shown in Fig. 

6. In each figure, the level 0.5 contour lines of the phase fields are demonstrated. The origin 

of y axis corresponds to the position of the triple junction defined by pL=pδ=pγ=1/3, while the 

origin of x axis is the initial position of δ-L interface. In the triple junction region, there exists 

a gap (triangle-shaped region) surrounded by the interfaces, because the level 0.5 contours of 

phase fields, by definition, do not meet at the triple junction defined by pL=pδ=pγ=1/3. It is 

seen in all the figures that the δ−L interface position near the triple junction deviates from the 

initial position (x=0) toward the left-hand side. This deviation indicates that the melting of δ 

phase occurs in the reaction. However, the melting of δ phase only slightly takes place at the 

front of growing γ phase in all the cases. The front edge of the growing γ phase corresponds 

not to γ-L interface but to the triple junction. These shapes are in contrast to the shape shown 

in Fig. 2.  

Figure 7 shows the spatial profile of concentration difference, defined as δ
eLcc ,−  in 

the liquid phase region and ccL
e −,δ  in δ phase region. This concentration difference indicates 

the deviation of the concentration from δ-L phase equilibrium. The concentration in the γ 
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phase is not shown here. The definitions of x and y axes are the same as those in Fig. 6. The 

concentration profiles at positive and negative y values correspond to those before and after 

the peritectic reaction, respectively. The concentration in liquid phase is enriched ahead of 

growing γ phase by 2−3×10-4 at ΔT =5K and by 3−4×10-4 at ΔT =10K. This enrichment leads 

to the melting of δ phase as can be realized from the movement of the profile in the liquid 

toward the left-hand side with the decrease in y value from 0.4 to 0.2 μm. However, the 

melting is not substantial at all. The results shown in Figs. 6 and 7 are in marked contrast to 

the assumption in the FN model. It is not safe to assume that the peritectic reaction in the 

Fe-C system proceeds only by the γ solidification. Therefore, the applicability of the FN 

model to the Fe-C system cannot be substantiated.  

The geometrical shape shown in Fig. 2 was originally proposed by Hillert [28]. He 

assumed that the contact angles between interfaces at the triple junction follow the 

thermodynamic equilibrium relation described by the Young’s law. In addition, if there are no 

diffusions in the solids, the position of γ−δ interface is always located behind the triple 

junction. These assumptions lead to the geometrical shape shown in Fig. 2. In Fig. 6(a), it was 

confirmed that the calculated contact angles between the interfaces at ΔT=0.25 K obey the 

Young’s law. When the angle between i-j and i-k interfaces at the triple junction is denoted by 

θi, the Young’s law describes the relation, θi=cos-1[(σjk
2−σij

2−σik
2)/(2σijσik)]. Then, the contact 

angles are calculated to be θL=92.9o, θδ=120.6o, θγ=146.6o by using σδL=0.204, σγL=0.319 and 

σγδ=0.370 J·m-2. In Fig. 6, the contact angle, θi, can be calculated as follows [29]. First, a 
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circle with a radius R is drawn. The center point of this circle is placed at the triple junction. 

One obtains the intersection points between this circle and each interface. Then, three lines 

can be drawn by connecting each intersection point and the triple junction point. One can 

measure θi based on these lines. The calculation for the contact angles at ΔT=0.25 K (Fig. 

6(a)) with R=2.5Wδγ yields θL=92.4o, θδ=121.6o, θγ=146.0o. These values are in excellent 

agreement with the above-mentioned values by the Young’s law. In the results for ΔT=5.0 and 

10 K (Figs. 6(b) and (c)), the interfaces near the triple junction appreciably deviate from flat 

shape. Hence, the calculated value of contact angle largely depends on the choice of R and it 

does not allow the precise determination of the contact angle. However, the shapes of the 

interfaces very close to the triple junction at ΔT=5.0 and 10 K do not significantly differ from 

the shape predicted by the Young’s law. Therefore, it should be pointed out that the 

inadequacy of the Hillert’s proposal in the Fe-C system mainly originates from the disregard 

of the solid diffusions in the reaction process.  

The shape similar to Fig. 2 was actually observed in the experimental study using the 

CSLM [3], although a careful attention should be directed to the resolution in their 

observation and a further investigation seems to be required to obtain the conclusive evidence. 

The present simulation demonstrated that the shape in Fig. 2 is not realized only by taking the 

carbon diffusion into consideration. As discussed in Ref. [3], the experimentally observed 

shape may be attributable to the effect of latent heat released by the growing γ phase. The 

latent heat released by the growing γ phase may be partly compensated by the melting of δ 
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phase, which results in the shape shown in Fig. 2. Hence, the analysis on the peritectic 

reaction essentially requires coupling between the solute concentration and temperature fields 

to be dealt with. This is however beyond the focus of the present study. Our main concern is 

the computation for the accurate value of the peritectic reaction rate controlled by the 

diffusion of carbon, which is discussed below.  

3.2.2. Peritectic reaction rate   

As discussed in the introduction, the peritectic reaction in carbon steels was 

investigated by the in-situ CSLM observation [2,3]. The peritectic reaction rate was measured 

to be Vp=1.5−5.5 mm/s in the range of ΔT=5−15 K in Fe-0.14 mass% C and Fe-0.42 mass% C 

steels [2]. As is consistent with this measurement, the recent investigation based on the CSLM 

showed that the peritectic reaction rate varies from 0.4 to 12.5 mm/s in 0.18 mass% C steel 

[3]. The degree of undercooling for the data was not specified in Ref. [3] due to the 

experimental difficulty in the temperature measurement. On the other hand, the FN model 

given in eq.(6) yields Vp=0.0−0.1 mm/s in the range of ΔT=0−15 K [2,3]. Hence, the 

experimentally measured rate was found to be much higher than the value predicted by the 

FN model, which led to the conclusion that the peritectic reaction is not controlled by the 

diffusion of carbon.  

Figure 8 demonstrates the peritectic reaction rate obtained by the present simulation. 

The solid line with full symbols indicates the calculated results and the open symbols are the 

experimental data in Ref. [2]. One can see that the experimentally measured values fall within 
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the calculated range of the diffusion-controlled reaction rate. Also, the calculated results are 

fairly consistent with the measured values of 0.4−12.5 mm/s in Ref. [3]. The present 

calculation, therefore, suggests that the reported experimental findings [2,3] can be explained 

by the diffusion-controlled mechanism.  

As already mentioned, the measured or computed value for the interfacial energy 

generally involves a relatively large uncertainty in the accuracy. In the present study, we 

employed σδL=0.204 [21], σγL=0.319 [22] and σγδ=0.370 J·m-2 [23]. It was reported that σγδ 

varies from 0.37 to 0.45 J·m-2 depending on the sulfur content in the steel [23]. Therefore, we 

tested the different values of σγδ. The results are shown in Fig. 9. The degree of undercooling 

was set to be ΔT=10 K. It should be pointed out that the simulations with σγδ=0.45 and 0.50 

J·m-2 are not completely free from the problem associated with the formation of the extra 

phase in the interface [12]. A small amount of the liquid phase exists in the γ−δ interface 

region in the present numerical condition. Although this problem causes an overestimation of 

Vp, the error should not be substantially large. In Fig. 9(a), Vp gradually decreases from 18 to 

9.5 mm/s as σγδ increases from 0.18 to 0.37 Jm-2. Importantly, Vp does not change 

significantly in the realistic range of σγδ>0.37 J·m-2. Hence, the change of σγδ does not alter 

our conclusion that the experimentally measured reaction rate [2,3] can be explained by the 

diffusion-controlled mechanism. The shapes of the interfaces are shown in Fig. 9(b). As σγδ 

increases, the amount of the melting δ phase increases. This is consistent with the prediction 

by the Young’s law which describes that the higher value of σγδ results in the smaller value of 
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θL and the larger values of θδ and θγ. It is noted that when σγδ is larger than 0.523 J·m-2, viz., 

σδL+σγL, the γ−δ interface does not form in this system and the triple junction vanishes. Then, 

the γ phase forms only by the peritectic transformations, viz., δ→γ and L→γ transformations. 

This is not the peritectic reaction observed in the experimental studies [2,3] and the analysis 

on this process is beyond our main concern. In Fig. 9(b), the front edge of the γ phase 

corresponds to the triple junction in all the cases tested here. Therefore, the FN model cannot 

be validated in the Fe-C system even for the high value of σγδ.   

In Fig. 8, the experimental data [2] considerably depend on the average carbon 

concentration. As mentioned in the section 2, we did not take into account the concentration 

dependence of the physical parameters. In our calculation, hence, the difference in the average 

carbon concentration merely results in the difference in initial volume fraction of δ phase. 

This change of the initial volume fraction does not cause any change in the peritectic reaction 

process in an infinitely large system. The concentration dependence of the physical 

parameters such as Di and σij may be one of the factors to explain the concentration 

dependence of the experimental data. Also, we focused on the process in an infinitely large 

system. In reality, however, the system size is finite. The experimental data in Ref. [2] should 

not be completely free from the size effect, since the amount of δ phase before the reaction 

affects heat transfer during the peritectic reaction. Moreover, the initial concentrations in δ 

and liquid phases were L
ec ,δ  and δ

eLc , , respectively, in our simulation. This condition might 

not be exactly realized in the experimental study. For a further discussion, in addition, a 
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careful attention may need to be paid to uncertainty in the experimental data regarding, e.g., 

the accuracy for the temperature measurement. Although these details remain to be addressed, 

we would like to stress that the results obtained by the present simulation is fairly consistent 

with the experimental data reported in Refs. [2, 3].  

 

5. Conclusions  

In this paper, the peritectic reaction process in the Fe-C system was analyzed based 

on the quantitative phase-field model developed in Ref. [12]. Our computation demonstrated 

that the melting of δ phase only slightly takes place near the triple junction. This result denies 

the validity of the assumption proposed by Fredriksson and Nylén that the peritectic reaction 

occurs only by the γ solidification. The calculated results for the peritectic reaction rate are 

fairly consistent with the experimentally measured values. Therefore, the experimental 

findings can be explained by the diffusion-controlled mechanism. This is in marked contrast 

to the recent claims that the peritectic reaction in the carbon steel is not controlled by the 

diffusion of carbon. For a step further toward the analysis on realistic process, it is important 

to address the effect of the temperature field on the reaction.  

Before closing, the following point should be noted regarding δ→γ transformation. 

The CSLM observation in Ref. [2] indicated the possibility for a diffusionless transformation 

from δ to γ phase in the peritectic carbon steel. Furthermore, the recent in-situ synchrotron 

X-ray imaging analysis demonstrated that the δ→γ transformation in the peritectic carbon 
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steel may occur in a diffusionless mechanism under a large undercooling [30]. These 

evidences are not contradiction to our discussion for the steady state behavior of the peritectic 

reaction. These evidences indicate that several modes may be possible in the non-equilibrium 

solidification of the peritectic carbon steels. The theoretical analysis on these phenomena is 

the important task to be attempted in the future to progress our understanding of the peritectic 

solidification in carbon steels.  
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Fig. 1. Phase diagram in Fe-C binary system.  
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Fig. 2. Shape of interfaces near the triple junction in the peritectic reaction assumed in Ref. 
[5].  
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Fig. 3. (a) Concentration profiles at different holding times in isothermal peritectic 
transformation at T=1750 K in one-dimensional system. (b) Time dependence of moving 
distance of each interface at different temperatures. The results for γ-L interface at T=1710 
and 1690 K are almost superimposed.  
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Fig. 4. Dependence of parabolic rate constants for δ→γ transformation and L→γ solidification 
on the holding temperature.  
 
 
 



 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Fig. 5. Schematic illustration of initial state in two-dimensional system for the simulation of 
the peritectic reaction process.  
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Fig. 6. Shape of interfaces in the vicinity of the triple junction in the peritectic reaction at (a) 
ΔT=0.25 K, (b) ΔT=5 K, (c) ΔT=10 K.  
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Fig. 7. Concentration profile in δ phase ( cc L
e −,δ ) and L phase ( δ

eLcc ,− ) near the triple 

junction at (a) ΔT=5 K and (b) ΔT=10 K.  
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Fig. 9. (a) Dependence of peritectic reaction rate at ΔT=10 K on γ−δ interfacial energy. (b) 
Shape of interfaces in the vicinity of the triple junction calculated for different values of σγδ.  
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